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Introduction 

During the pas t  few y e a r s  s e v e r a l  pulp and paper  companies  i n  the 
Southeast have s t a r t ed  to purchase  pulpwood by weight r a t h e r  than by volume. 
The t rend toward buying by weight i s  s t rong  and getting s t ronge r .  

Th i s  conversion f r o m  volume to weight measu remen t  of pulpwood brings 
up many quest ions.  F o r  instance,  is the weight bas i s  fair to both buyer  and 
s e l l e r ?  What a r e  exac t  weight equivalents fo r  a cord  of wood? So f a r ,  the 
weight b a s i s  s e e m s  to be working out with reasonable justice to buyer  and s e l -  
l e r .  With r ega rd  to equivalents,  we do not have exact  answers  because  the 
m a t t e r  is complicated by differences i n  spec ies ,  age,  season ,  region, t ime 
s ince  cutting, d i a m e t e r  of average  s t ick,  length of ave rage  s t ick,  height of 
t r ee ,  r a t e  of growth, whether b a r k  i s  attached o r  removed,  e tc .  Some val- 
uable work has  been done on equivalents;  this  pape r  is a gathering-together  
of such  work to help c la r i fy  the subject .  

M e a s u r i n ~  Wood by Volume 

P r o b l e m s  of volume measu remen t s  of s tacked wood were  studied in  
Germany a s  ea r ly  as 1765; between 1879 and 1881 s o m e  rel iable  f igures  were  
published on the wood content of a cord  (10). - 

The cord  method of measu remen t  was adopted and used in  th i s  country 
because i t  was s imp le  and convenient, being e a s y  to apply anywhere, e spec -  
ially i n  the fores t ,  and not because  of i t s  accuracy ,  as can  be eas i ly  pointed 
out. F o r  lack  of a be t t e r  method, the cord  has  been used fo r  o v e r  a half cen- 
tury  without too much apparent  suffer ing by e i ther  the producer  o r  suppl ie r .  

Today, the m o s t  general ly  accepted definition of a s tandard  cord is a 
s tack  of wood whose g r o s s  volume equals  128 cu.ft .  In Canada, cord  dimen- 
s ions of 4 ft .  x 4 i  f t .  x 8 f t . ,  which equal  144 cu . f t . ,  have been used. In 
var ious p a r t s  of the United States ,  s t ack  dimensions of 4 f t .x  5 f t . x  8 f t . ,  
having a s tacked volume of 160 feet  and known a s  a "unit" have been used 
and s t i l l  a r e  in use.  Thus, i t  is s t i l l  neces sa ry  to specify the g r o s s  volume 
when speaking in t e r m s  of cords .  In a n  effort  to s tandardize,  s o m e  s t a t e s  
have pas sed  laws express ing  a specif ic  stacked g r o s s  volume of 128 cu. ft. 
a s  the s tandard  cord.  



Studies a s  ea r ly  a s  1881 showed that the solid wood content of a cord 
varied f rom 51 to 92 cu. ft. (10). More recent  work shows a range of 64.0 
to 102.4 cu.ft. Chapman and Z y e r s  (3) repor t  that for  s traight  wood 8 in- 
ches in diameter  and l a rge r ,  the grea tes t  actual solid content p e r  cord of 
piled wood is about 105 cu.f t . ,  o r  82 percent of 128 cu.ft. of combined air 
space and wood. The solid wood content can drop to 65 cu.ft. fo r  wood 3 
inches in d iameter ,  and a s  low a s  50 cu. ft. for  1- and 2-inch st icks.  

The influence of s t ick length on the variability of solid wood volume in 
a cord is shown in figure 1 (15), and the effect of s t ick quality (crook) on 
volume variability i s  i l lu s t r a t ed in  figure 2 (10). - 

Some species  a r e  cylindrical o r  tapering, thick o r  thin barked, rough 
o r  smooth barked, o r  characteris t ical ly knotty, and a l l  of these factors  in- 
fluence the volume pe r  cord. In recent  Fores t  Service studies covering the 
entire  South, an average cord of pine was a s s  med to have 72 cu. ft. of solid 
wood pe r  cord, and hardwoods 79 cu. ft. ( 7 ) .  - 9 

MacKinney and Chaiken (12) in  a study on loblolly pine in  the Mid- 
Atlantic Coastal Region found a r a v e r a g e  cord contained about 78 cu. ft. of 
solid wood; figure 3 shows the variability in solid wood volume of a cord 
with different average bolt d iameters .  

In addition to these measurable variables, differences occur with the 
sca le r ;  his  methods, mental attitude, and application of correct ion fac tors  
for cull often have an influence on measurement.  

Measuring Wood by Weight 

Measuring and purchasing wood by weight is by no means  new, but i t  
was only in recent  yea r s  that sufficient in teres t  was stimulated in  the sys tem 
and at tempts were  made to introduce it  a s  a method of purchasing pulpwood. 
Weight purchases in  the past were  almost impossible because the purchase 
was usually made in the woods and because of the weight differences. 

It is no longer inconvenient to apply this method, since most  wood is 
now scaled a t  the mi l l  o r  concentration yard  and not in the forest .  However, 
the other  reasons  for  questioning the sys tem s t i l l  exist.  A limited number 
of s tudies have been made on cord volume and weight relationships, but no 
uniform conversion factors  have been developed. 

Schumacher (14) in 1946 worked out fac tors  to convert the weight of 
green wood k i th  b a r T t o  cords.  This study disclosed that the volume-weight 
rat io for  pulpwood varied significantly f r o m  one a r e a  to another, and a single 
conversion factor  could not be used. 

_1/ The g rea te r  amount of volume in a cord of hardwood is at tr ibut-  
able to the l a r g e r  diameter  of average hardwood. 



Figure 1. --Influence of length of st ick upon solid wood volume Figure 2 .  --Influence of st ick 
of a cord, for conifers (15). quality on solid wood volume 

of 5-foot cordwood (2). 

AVERAGE DIAMETER OF BOLTS 
(INCHES OUTSIDE BARK) 

Figure 3 .  --Influence of average bolt diameter on solid wood 
volume of stacked cordwood (12). 



In 1941, R .  H.  Mil ler  (13) of the F o r e s t  Products  Labora tory  made  
a study on measu r ing  g reen  southern yellow pine pulpwood by weight and by 
co rd .  One hundred t ruckloads of pulpwood were  studied. Most of the pulp- 
wood was  loblolly pine, with some  s l a sh  and longleaf. This  study showed 
that a s tandard  cord of g reen  unbarked southern yellow pine weighed an  
ave rage  of 5,603 pounds. O the r  s t a t i s t i c s  pertaining to this study a r e  a s  
follows: 

Weight : R, 
I tem : Diameter  : . of ba rk  : ( 

Volume : Volume 
Zoisture : 

of solid p e r  ton of 
:ontent : 

wood g reen  wood 

Inches P e r c e n t  Pe rcen t  Cu: ft. Cu. ft .  

Average 5.3 10.4 5 4 73.76 26.33 

Range 2- 14 6.4-23.0 42-65 59.5-86.5 22.5-30.0 

A corre la t ion  was found between the amount of solid wood p e r  ton, the 
ave rage  d iameter ,  and the number  of bol ts ,  a s  well  a s  between solid volume 
of wood in a cord,  the ave rage  d i ame te r  of the bolts,  and the number of bolts 
in  a cord.  However,  ne i ther  weight m e a s u r e  nor  cord m e a s u r e  showed a 
marked  super ior i ty  in  de te rmining  the actual  amount of solid wood in  a cord.  

The F o r e s t  Products  Labora tory  (1, - - - - -  4, 5, 6, 9)  ove r  a period of 30 
y e a r s  has  accumulated s o m e  da ta  on cord  volumes and weights of var ious  
spec i e s  in the United States .  Some of the cord weights of the var ious  spec i e s  
growing in the Southeast and worked on a t  the Laboratory a r e  shown in table 1. 

The weight values i n  the following table show the variabi l i ty  that ex i s t s  
between spec ies ,  a s  well  a s  within spec ies .  The fac tors  influencing these  
variat ions in  weight a r e  a s  follows: 

1. Volume--the amount of wood in a cord, as pointed out previously, 
is affected by s t i ck  d iameter ,  length, b a r k  thickness,  and quality. 

2. Density--volume f o r  volume, wood density va r i e s  between spec ies ,  
as well  a s  within a spec ies .  It is readi ly affected by percent  of 
summerwood,  r a t e  of growth, and position in the t r ee .  

3. Moisture content- -the moi s tu re  content of wood va r i e s  between 
spec i e s  and within spec ies  between heartwood and sapwood. 

Curren t  Weights Developed 

Severa l  pulp companies have approached the problem of de te rmining  
the weight equivalents f r o m  a scientific standpoint and a r e  studying the in-  
f luence of the various f ac to r s  causing weight variation. O the r s  have actual ly  



weighed and sca led  thousands of co rds  of wood and have developed an  ave r -  
age weight f o r  a cord .  The weight equivalents being used today va ry  by 
spec ies ,  pulp mi l l s ,  and local i t ies  o r  points of origin. F i g u r e  4 shows the 
variat ion between weights p e r  cord  being used by various pulp companies 
throughout the Southeast.  The  average  weight f o r  pine i s  5,232 pounds and 
hardwood 5,758 pounds. The r a t h e r  l a rge  variat ions may  be  justified be-  
cause  of the weight var iab les  i n  different spec i e s  and different sect ions of 
the South. 

Table 1 -Weights of Cordwood Determined in 
Pulping Experiments at the U. S. Forest Products 

Laboratory 

Species 

Mois- 
Col- t ure 

Weight culofed Solid Con- 
Un- Weight Oven Wood tent1 

borked Barked Dry'Wf. VoI. (Per- Spec. 
(Lbs.) (Lbs.) (Lbs.) (Cu. Ft.) cent) Grov.? 

Longleof pine 

Rapid growth (butts) 

Medium growth (butts) 
Medium growth (tops) 

Slow growth (butts) 

Shorfleof pine 

Ropid growth.. 
Medium growth.. 
Slow growth 

Slosh pine 
Ropid growth 
Rapid growth (no 

heortwood) 
Medium growth 
Medium growth (con- 

tains heartwood) 
Slow growth 

Loblolly pine 

Straight, clear 5500 4920 .... 80.2 .... .52 
Slightly crooked & 

knotty 5750 5280 .... 82.0 .... .49 
Markedly crooked & 

knotty 5390 4950 .... 75.9 .... .45 

Sond pine 5083 4517 2386 84.4 
Sand pine 4520 4186 2713 90.8 

Cypress (stunted) 4587 3915 .... 71.8 

Swomp blockgum 5724 5096 3088 78.1 
Swamp block gum 5677 4900 .... 76.2 

Sweefgurn 5670 4880 . . . . . . . .  
Sugorberry 5540 4890 . . . . . . . .  
Blockiock ook 5760 4700 . . . . . . . .  
Green ash 4930 4320 . . . . . . . .  

1 Bosed on oven-dry weight 

2 Bosed on oven-dry weight ond volume green 

Figure  4. --Weights p e r  cord currently 
being used by pulp companies in the 
Southeast. 



C a l c u l a t i n ~  the Weight of Wood 

The weight pe r  cubic foot of any wood can be readily calculated i f  we 
know i t s  specific gravity (based on oven-dry weight and green volume) and 
moisture content. Weight values have been worked out by the F o r e s t  P r o -  
ducts Laboratory and a r e  published in Technical Note No. 218 (2) and the 
Wood Handbook ( 3 ) .  The weight pe r  cubic foot of wood at any m;isture con- 
tent can be calculated by the formula: 

Density ercentage moisture content 
= specific gravity r 62.4 (1  + 

100 1 
In o r d e r  to use this formula, it is necessary  to have an accurate de- 

termination of both specif ic  gravity and moisture content of the wood being 
measured.  

Table 2 compares calculated weights and actual weights of the solid 
wood content of seve ra l  cords  of longleaf pine, shortleaf pine, sand pine, and 
swamp blackgurn. Actual weights were determined by weighing and a r e  taken 
f rom table 1. Calculated weights were determined by the above formula, us- 
ing the moisture content, specific gravity, and volume listed in table 1. 

These data show that in some cases ,  a s  in shortleaf pine, the differ- 
ence between actual weight and calculated weight is very s m a l l  and does not 
vary  greatly. However, in the case  of longleaf pine, sand pine, and swamp 
blackgum, some of the values va ry  considerably. These large  differences 
could be  due to inaccuracies in measuring the moisture content and specific 
gravity of the wood. 

Small variations f rom the true specific gravity or moisture content can 
mean considerable changes in weight. F o r  each drop o r  gain in specific grav- 
ity of .02 a t  the 100-percent-moisture-content level, the weight of wood will 
change about 2.5 pounds p e r  cubic foot. A difference in  moisture content of 5 
percent around the 100-percent-moisture-content level will cause a change of 
f rom 1 to 2 pounds pe r  cubic foot. In a cord containing 72 cubic feet of solid 
wood, a variation of .02 f rom the t rue  specific gravity at 100 percent  mois ture  
content would mean a loss  o r  gain of 180 pounds p e r  cord. In the case  of 
swamp blackgurn, the presence of heartwood and variation in  moisture content 
between heartwood and sapwood a r e  also influencing factors .  

The determinations in table 2 were based on solid wood volume alone 
in s r d e r  to show applicability of the formula and did not include bark, which 
is another variable to consider.  Some studies have shown that the ba rk  aver-  
ages about 10 percent of the total weight of the cord and may vary  f rom 8 to 
20 percent .  Little information is available at present  on ba rk  weight and i t s  
influence on cord weight. 

1 t The question may be asked, Why can't average values be used to de ter -  
mine cordwood weights?" Average values for  specific gravity and moisture 
content may possibly be suitable i f  the resul t s  a r e  within l imits  of acceptable 
e r r o r .  Calculated weights based on average values of specific gravity and 
moisture content a r e  only approximations because of variability in specific 



Table 2 - Comparison of Actual and Calculated 

Weights of Cordwood 
gravi ty  and moi s tu re  content. 
It i s  known that the specif ic  

Actuol Colculotsdl gravi ty of a spec i e s  may  vary  Weight of Solid Weight o f  Difference 
Borked Wood Borked from Acfuol f r o m  region to region because Species w o o d  Volume w o o d  Weight 

of s i t e  quality. If ave rage  val- (Pounds) fCu. Ft.) (Pounds) iPounds1 

ues a r e  sui table ,  the regional  Longleaf pine 

effect should be taken into con- Ropid growth (butts) 5615 78.4 5190 - 425 
Medium growth (butts) 5714 82.3 M 2 9  - 85 

s idera t ion  and average  values Medium growth (tops) 5236 81.5 5387 $ 151 - 

c o m ~ u t e d  f o r  different regions.  slow growth (butts) 5310 76.2 5128 - 182 - 
Shortleof pine Suitable information on average  
Ropid growth 

mois tu re  content between spe -  Medium growth 

c i e s ,  a s  well as within spec ies ,  Slow growth 

Sond pine is lacking. T h e r e  i s  a l so  l imi-  Sond pine 

ted information on s to rage  t ime swom0 blockaum 5096 78.1 4420 - 676 - 
and i t s  effect on weight. Lind- 

1 Weight bosed on volume, moisture content, and  specific grovity listed in Toble I. 
gren  (G), in  a pulpwood s to rage  
study, shows very  l i t t le  l o s s  in 
mo i s tu re  content fo r  s l a s h  pine 
cut in  July and seasoned fo r  2 
months.  

A comparison of ac tua l  
weights and calculated weights 
based on  average  moi s tu re  con- 
tent and average  specif ic  grav-  
i ty  of s e v e r a l  spec ies  is' shown 
in  table 3.  The actual  weights 
were  determined by weighing 
and were  obtained f r o m  table 1. 
The calculated weights a r e  based 
on the ave rage  specif ic  gravi ty 
and average  moi s tu re  content 
l is ted f o r  the spec i e s  by the 
F o r e s t  Products  Labora tory  (2). 

In table 3,  the calculated 
weights determined f r o m  a v e r -  
age  values in  genera l  a r e  lower 
than the ac tua l  weight, indicating 
that e i ther  the average  specif ic  
gravi ty o r  average  moi s tu re  con- 
tent, o r  both, a r e  not t ru ly  r e p r e -  
sentat ive of the co rds  measu red .  

Table 3 - Comparison of Actual and Calculated 

Weights of Cordwood Based on Average Moisture 

Content and Average Specific Gravity Values 

Acfuol Colculotedl 
Weight of Solid Weight 06 Difference 

Borked Wood Barked from Actuol 
Species Wood Volume Wood Weight 

(Pounds) (Cu. Ft.) (Pounds) (Pounds) 

Longleof pine 

Ropid growth (butts) 5615 78.4 5417 - 198 
Medium growth (butts) 571 4 82.3 5687 - 27 
Medium growth (tops) 5236 81.5 5632 + 396 
Slow growth (butts) 5310 76.2 5265 - 45 

Shortleof pine 
Ropid growth 4903 73.9 4663 - 240 
Medium growth 4994 77.4 4884 - 110 
Slow growth 5207 85.5 5395 + I88 

Loblolly pine 

Straight, cleor 4920 80.2 4836 - 84 
Slightly crooked & 

knotty 5280 82.0 4945 - 335 
Morkedly crooked B 

knotty 4950 75.9 4576 - 374 

1 Weight bosed on overoge moisture content voluer ond  overoge specific grovity 
volues of the respective species os listed by the Forest Products Loborotory. 

Table 4 - Weights for the Various Pine Species in 

the Southeast 

In considering average  val- Colcu- 
Colcu- Erti- loted - - 

ues only, that i s ,  f o r  specif ic  grav-  Vol. l o ted  Wt. mated Wt. 
Specific Moisture Density Per Without Wt.  of wi th 

i ty  and moisture content, assuming Species Grovi fy  Content (lbs. Cord Bork Bark Bork 
(Percent; CU. Ft.) (Cu. Ff.) 1Lbs.J i1br.J [Lbs.) 

a s tandard cord to contain a n  a v e r -  
Loblolly pine 0.46 110 63.3 72 4557 700 5257 age of 72 cu. ft. of solid wood, we Lonaleofp;ne 0.53 105 67.8 72 4881 650 5331 

would develop weights a s  shown in  Shortleof pine 0.44 120 60.4 72 4349 500 4849 

table 4. Slosh pine 0.52 120 71.4 72 5140 50Q 5640 



A comparison of the calculated hypothetical values listed above and 
those that a r e  being used by the pulp industry today can be seen in figure 5. 
The calculated values fall in the s a m e  range of values being used by the pulp 
companies, f rom 4,800 to 5,600 pounds. Though the species a r e  not noted in  
the data obtained f r o m  the pulp companies, the a r e a s  from which they come 
and their  weights a r e  indicative of what they might be. The heavier groups 
(5,450, 5,583) a r e  probably longleaf and / o r  s lash  pine. The o thers  a r e  prob- 
ably shortleaf and loblolly pine. 

The current  practice in purchasing pulpwood by weight is to pay for  i t  
on ahundredweight basis .  Current  pr ices  a r e  about 27  to 31 cents pe r  hundred 
pounds. If a cord of wood weighs 4,800 pounds, i t  will bring a pr ice  of $13.44. 
A cord weighing 5,583 pounds will bring $15.48. F o r  an individual to lose a 
dollar on a cord of wood, the values being used by the pulp companies would 
have to be approximately 400 pounds below the average. 

Summary and Conclusions 

F r o m  the data presented, it  has  been shown that measuring wood by 
the cord o r  volume method can be unfair to either buyer o r  se l l e r  because 
cord volume is influenced by st ick diameter ,  length, quality, and other fac tors .  

It has  also been shown that the weight of a cord of wood var ies  consid- 
erably because of the variations that exist in wood density and moisture content. 

Since wood is a heteregenous material ,  i t  is not possible to develop one 
single factor  that will s e r v e  all existing variables and can be used for  wood 
in general .  

Weight scaling i s  now being considered favorably for  severa l  reasons:  

1. Positive records  of a transaction can be made without human judg- 
ment entering the picture. 

2 .  The method is quick, requiring no special handling, and saves  t ime 
f o r  both the buyer and se l ler .  

3. It provides an incentive for  be t ter  piling of wood on trucks and thus 
increases  volume handled by the supplier.  

4. A g rea te r  volume of wood can be handled in l e s s  t ime and with l e s s  
personnel. 

5. It encourages prompt delivery of green wood to the mill, which is 
desirable f rom the standpoint of pulping. 

6. Inventories a r e  m o r e  easi ly maintained. 
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Figure 5. - -A comparison of cord weights used by pulp companies, and 
calculated weights based on average specific gravity, average 
moisture content, and a cord volume of 72 cu. ft. 



T h e r e  appea r s  to be no r e a l  necess i ty  f o r  developing conversion fac-  
t o r s  to convert  cord  m e a s u r e  to weight o r  vice v e r s a  s ince the weight m e a s u r e  
can  stand on  i t s  own, a s  i t  ha s  for  many o ther  agr icu l tura l  commodit ies .  

F o r e s t r y  c r u i s e  data  a r e  eas i ly  converted into cubic feet and can be 
t ransposed to weight f igures  with average  data  now available.  Much m o r e  ac -  
cu ra t e  m e a s u r e m e n t s  of weight of wood in standing t r e e s  can be obtained i f  
field measu remen t s  a r e  made  of specif ic  gravity and moi s tu re  content. Re- 
s e a r c h  i s  now under way on methods of determining specific gravi ty in  the 
field. 

T h e r e  is an  opportunity f o r  a g rea t  dea l  m o r e  r e s e a r c h  in  measur ing  
and handling wood and wood res idue  by weight. It i s  hoped that government,  
s ta te ,  and indus t ry  will  continue such r e s e a r c h  with a f r e e  interchange of in-  
formation s o  that the public can be fully informed. 
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